
 

Bronze by Salem Stones memorials are cast using bronze alloy C90300. 
The chemical composi�on of bronze alloy C90300 is listed by the Copper 
Development Associa�on Inc. as follows: 

Element Minimum % Maximum % 
Copper (Cu) 86.0% 89.0% 
Tin (Sn) 7.5% 9.0% 
Zinc (Zn) 3.0% 5.0% 
Nickel (Ni)  1.0% 
Other  <1.0% 

 


